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INSPECTION REPORT
P/O No. : 63040013
TYPE OF WEDGE : MINI WEDGES ( 2 PIECES)
INVOICE No. . 27799 3
QUANTITY : 5,000 set
DATE . April 14,2020
LOT NO. . 29012563
CHECKING PROCEDURES SPECIFICATION RESULT
1. WEDGE 100 % CHECK
Visual checking 100% of the products to
guaranteed the shape of the 100% Passed
thread are 100% full profile.
2. RANDOM CHECK IN EVERY PRODUCTION LOT 1 %
1. Length (mm.) 32.50 - 33.50 32.96 - 33.14
2. Outside Diameter (mm.) 25.00 - 25.20 25.10 - 25.18
3. Internal Diameter (mm.) 12.10 - 12.20 1210- 12.14
4. Angle 7° - 7°25' T = P21
5, Appearance Clean from foreign objects Passed
3. TEST RESULT.
1. Hardness Test (HRC) 56 - 65 58 - 60
2. Tensile Test (kN) >176.58 186.19 - 186.24

Note : The tensile test will be pulling until the tensile is greater than the predetermined value.
by the wire is not broken and the jaws are not damaged broken or cracked.
(1kg:9.81N)
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